
TABLE 2

TSCA 100' REINFORCED CONCRETE PIPE ANALYTICAL RESULTS
Friction Holdings, LLC

1204 Darlington Avenue, Crawfordsville, IN

Sample ID Collection Date Matrix Units PCB-1242 (Aroclor 1242) PCB-1254 (Aroclor 1254) PCB-1016 (Aroclor 1016) PCB-1232 (Aroclor 1232) PCB-1248 (Aroclor 1248) PCB-1221 (Aroclor 1221) PCB-1260 (Aroclor 1260)

100' Composite Fill 2 J-R 11/10/2010 Solid mg/kg <0.042 0.065 <0.042 <0.042 <0.042 <0.042 <0.042

100' Composite Fill 3 S-T 11/10/2010 Solid mg/kg <0.039 <0.039 <0.039 <0.039 <0.039 <0.039 <0.039

100' Composite Fill1 A-I 11/10/2010 Solid mg/kg <0.038 <0.038 <0.038 <0.038 <0.038 <0.038 <0.038

100' Composite Native 1 A-I 11/10/2010 Solid mg/kg <0.041 <0.041 <0.041 <0.041 <0.041 <0.041 <0.041

100' Composite Native 2 J-R 11/10/2010 Solid mg/kg <0.038 <0.038 <0.038 <0.038 <0.038 <0.038 <0.038

100' Composite Native 3 S-T 11/10/2010 Solid mg/kg <0.036 <0.036 <0.036 <0.036 <0.036 <0.036 <0.036

TRIP BLANK 11/10/2010 Water mg/L <0.00050 <0.00050 <0.00050 <0.00050 <0.00050 <0.00050 <0.00050

mg/kg = milligrams per Kilogram

mg/L = milligrams per Liter
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